
  
 

SPECIAL PROVISIONS APPENDIX 
FOR AMENDMENTS TO THE 2012 STANDARD SPECIFICATIONS 

FOR HIGHWAY CONSTRUCTION 
 

 
The Amendments to the 2012 Standard Specifications for Highway Construction are as follows: 
 
SECTION 202 – Granular Surfacing, Base and SUB-BASES 

 
Issued Date: Dec 1, 2011 
 

Table 202-C Aggregate Gradations.  

Table 202-C was revised for both the Intermediate Graded base (IGB) and the Intermediate 
Graded Sub-base (IGSB) % Passing the 0.075mm Sieve to 0-5% rather than 0-15%.  Also for the 
Open Graded Sub-base (OGSB) % Passing 50mm Sieve to 70-100% instead of 75-100%. 

 
SECTION 502 – ASPHALT PAVEMENT CONSTRUCTION (EPS) 

 
Issued Date: Nov 1, 2011 

 
Table 502-H (Page 21 of 32) – Payment Adjustments for Material Application Rate at Actual 
Application Rate (Percent as specified rate) at ≥ 94.0 to < 96.0, the bottom lift or single lift 
payment adjustment $ per tonne of material in the Lot (unless otherwise noted) is -$2.00 not  
-$12.00. 
 
Issued Date: Nov 1, 2011, 
Table 502-H (Page 21 of 32) – Payment Adjustments for Material Application Rate at Actual 
Application Rate (Percent as specified rate) at ≥ 104.0 to < 105.0, the bottom lift or single lift 
payment adjustment $ per tonne of material in the Lot (unless otherwise noted) is -$1.00 not 
$1.00.  

 


